SN2 .
N, PN e
CTIE M UMA, b= Cnas &

Y7\ TESTING
sooearaoos i Nl ousiiso

R o

Test Report

WMEHES  A2230194870101003E 1o LTI
Report No.  A2230194870101003E Page 1 of 7
WMEHRLAFLIR  EMF RS AR A F

Company Name DOIT RUBBER PRODUCTS CO.,LTD.

shown on Report

- | RN T B BH X P T B Tk X

Address WAN LI INDUSTRLAL PARK, ZHENLONG TOWN,HUIZHOU CITY,CHINA

PAF TR 2 A B 5 . B R 2 1R AR R

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

FE AR HNBR/FKM/PU

Sample Name HNBR/FKM/PU

MR PR HNBR/FKM/PU

Material HNBR/FKM/PU

FE PR H ) 2023.04.26

Sample Received Date Apr. 26, 2023

BRI H 3 2023.04.26-2023.05.05

Testing Period Apr. 26,2023 to May 5, 2023

oL EE SR RIEE R, X sc At d 4y (Pb), 4% (Cd), 7k (Hg), 750

B (Cr(VI)), ZIRELA (PBBs), Z iR K[ (PBDEs), &4 —HIERHE (DBP,
BBP, DEHP, DIBP) ATl .

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

AR A 58 s ) 25 R HZ T
Test Method/Test Result(s) Please refer to the following page(s).

Date 2023.05.05

No. R338857050
T AR IR 5% DR S A T AR A X A S A AR

\RE 7F,
QNORE LS, %

Inspection & T
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iﬁﬂﬂﬁiﬁ Test Method
o NN A 25
A H Wy i ﬁffﬁff
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NS IEC 62321-7-2:2017F1/8{IEC

Hexavalent Chromium (Cr(VI))

62321-5: 2013 Mk M4k &&=

1IEC 62321-7-2:2017 and/or determination of

Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

Z BEOR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
% IR KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR — IR I IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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TSI 45 5 Test Result(s)
3 2*% Result N
MR H Tested Item(s) a 03 Fts R MDL
Y Lead (Pb) N.D. 2 mg/kg
% Cadmium (Cd) N.D. 2 mg/kg
7K Mercury (Hg) N.D. 2 mg/kg
7N 4% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg
3 2*% Result .
TR H Tested Item(s) al 003 Tk R MDL
Z IREXZK Polybrominated Biphenyls (PBBs)
—VRIEXZR Monobromobiphenyl N.D. 5 mg/kg
T {REXZK Dibromobiphenyl N.D. 5 mg/kg
= VREXZR Tribromobiphenyl N.D. 5 mg/kg
VU PRIKA Tetrabromobiphenyl N.D. 5 mg/kg
FARELA Pentabromobiphenyl N.D. 5 mg/k
pheny g/Kg
INIREXZR Hexabromobiphenyl N.D. 5 mg/kg
L IREEZK Heptabromobiphenyl N.D. 5 mg/k
Y pheny. g/Kg
JURIEZE Octabromobiphenyl N.D. 5 mg/k
pheny g/kg
JUIRIEA Nonabromobiphenyl N.D. 5 mg/kg
F{REXIK Decabromobiphenyl N.D. 5 mg/kg
. 253 Result .
AT H Tested Item(s) = 003 Jrigr i f MDL
Z ] M Polybrominated Diphenyl Ethers (PBDEs)
— R 2K Monobromodiphenyl ether N.D. 5 mg/kg
¥R 2K Dibromodiphenyl ether N.D. 5 mg/kg
— R — 2Kk Tribromodiphenyl ether N.D. 5 mg/kg
¥R Z KT Tetrabromodiphenyl ether N.D. 5 m;
VYR — 2K ik bromodiphenyl eth g/kg
TR KTk Pentabromodiphenyl ether N.D. 5 mg/kg
75N ¥R 2K Hexabromodiphenyl ether N.D. 5 mg/kg
¥R — KMk Heptabromodiphenyl ether N.D. 5 mg/kg
¥R “ K% Octabromodiphenyl ether N.D. 5m
J\IR 2K Octabromodiphenyl eth g/kg
R — 2K Nonabromodiphenyl ether N.D. 5m
JUIR — K[ Nonabromodipheny! eth g/kg
¥R K% Decabromodiphenyl ether .D. mg/kg
+JR 2K Decabromodiphenyl eth N.D 5 mg/k

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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T 45 R Test Result(s)

. & B Result N

MR H Tested Item(s) a 003 TR HBR MDL
4R — FFFREE Phthalates (DBP, BBP, DEHP, DIBP)

4B — H iR — T fid Dibutyl phthalate N.D. 50 mg/kg
(DBP)

CAS#:84-74-2

SRR —HR T 2 C 20 Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)

CAS#:85-68-7

AR — HR — (2- 2 %E) U Di- N.D. 50 mg/kg
(2-ethylhexyl) phthalate (DEHP)

CAS#:117-81-7

AR2R — HZ — 5 T lig Diisobutyl N.D. 50 mg/kg
phthalate (DIBP)

CAS#:84-69-5
b/ 1f:zllﬁl‘)ffﬁﬁsample/Part Description

75  CTIFmID ik

No. CTI Sample ID Description
1 003 R, KR, BEMNREOKIKR
Mixed test, brown, black and light yellow rubber

E: PR, @, RZHERCHEETE.

RI\EFER, WMESBTRANR, WRERIRR SRS — R —

MR &R,
-N.D.= ARt ChT o7kt ER)
-mg/kg =ppm= H I —

Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

-As specified by client, the test was conducted by mixing several samples together. The
result(s) shown on this report may be different from the content of any homogeneous

material.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
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1. 4 (Pb), #(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

R o

Test Report

o Tl
Page 5 of 7

FrREF& T & 3N
Weigh sample and place it
in a vessel

DA H i)

:> Add digestion reagent

TH R

Digest the sample

FE AR ATl 7 P 7
Y A7 ik AL B B 5
. . Dry Ashing/ .
ICP-OES B
H e NI E T Alkali Fusion/ Residue it E
: <:| Make up with Acid Dissolution <:
Analyzed by deionized water Filtration
ICP-OES cromzed water .
W
Solution
2. 7k (Hg)
Mercury (Hg)
PREFED T 25 3 A NS ik 1) AT il

Weigh sample and place it
in a vessel

— Add digestion reagent

Digest the sample

F ICP-OES
Iy AT
Analyzed by
ICP-OES

BT AER
<:| Make up with

deionized water

3. A (Cr (VD))

Hexavalent Chromium (Cr(VI))

P /R
EAL
Alkali Fusion/

Acid Dissolution

Bk it
Residue .
Filtration

L

Solution

RS T AN
Weigh sample and place it
mn a vessel

IPANLEE 2wl

Add digestion reagent

MRl

B AR pH E

of the solution

|- 3 b
Add test solution (—— Adjustthe pH A alue
of the solution
8 45k pHL {8 TR
Adjust the pH value — Make up with

deionized water

Hotline:400-6788-333

ww.cti-cert.com

E-mail:info@cti-cert.com

T AR
Digest the sample

1

WH, oL
Cool and filter

i UV-Vis 47 #7
Analyzed by UV-Vis

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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4. ZWEHK (PBBs), %R —ZKEK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

WEFMTEET F A 1L 7 A B R RUT
Weigh le and pl — Extracted with —"
€187 salpTe and place Hactet W Concentrate the extract
it in a thimble organic solvent
i GOMS A AR e et
— Make up with G— Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 4ABZ _FERFEE (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEEMTEEGH FA HLIA 77 3K B TR RER
Weigh le and pl " Extracted with —"
F187 salpTe and place Hactet Wi Concentrate the extract
it in a thimble organic solvent
— Make up with K Transfer the extract into a
P

Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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B B
Photo(s) of the sample(s)

e O T _
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74 B Statement:

L AR o N B o St o T 4 5 TE 2K
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. REIRRA T AR HNE . RS RE R E E H HEE IR AL, FIE R NI SR DT, CTURAZSEH:
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AN 5 RO S I b A 5T
The result(s) shown in this report refer(s) only to the sample(s) tested,;

4. RECTIHIHFE, NS EHAMRE:

Without written approval of CTI, this report can’t be reproduced except in full;

5. IR G PRI AR S RN ER E R, LSO,

In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

***ﬂ?}\%%ﬁ***

*** End of report ***
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